
A I A / C E S  P r e s e n t a t i o n

• Concrete Slab

• Latex Modified Thick Bed Mortar (Minimum 3/4”- 1” thickness)
Follow latex manufacturer’s instructions.

• Unit Paver

• Joints completely filled with Latex Admix Grout

• Expansion Joints as required by engineer

Latex Mortar Setting Bed

JOINT TREATMENT
fill joint completely with
latex modified grout

3/4" MINIMUM - LATEX MODIFIED 
MORTAR SETTING BED

CONCRETE BASE

COURSE AGGREGATE
designed to carry the intended loads

COMPACT SUBGRADE

CONCRETE UNIT PAVER 
thickness & pattern adequate 
for the intended use

ARCHITECTURAL PAVERS ON-GRADE


